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DESCRIPTION

The provisions of NYSDOT Standard Specifications, Section 203F, latest revision, shall
apply with the following modifications:

MATERIAL

The materials shall meet the  gradation  requirements of NYSDOT Standard Specifications,
Section 703-07 Concrete Sand, latest revision.

METHOD OF MEASUREMENT

Quantities shall be computed in cubic meters in the final compacted position.

BASIS OF PAYMENT

Payment will be made under:

Item No. Item Pay Unit

203.30M Sand Backfill CM


